


GRISWOLD®

FlameSafe™ 
WWW.GRISWOLDLLC.COM

Preliminary Typical Data

Product Test

Shore OO

Color

Polymer System

Density

Compression Deflection

Tensile Strength

Tensile Elongation

Compression Set at 70 C ASTM D1056

Temperature Range

Upper Temp SAE J2236

Accelerated Aging –

% Change in Compression Deflection 
(168 hrs at 70 C – ASTM D1056)

Units

Pounds / Cubic Foot

PSI at 25% Compression 

PSI

%

%

Degrees C

% Change

7110

34

22

2-5 

50

350

15%

7120

35

26

5-10 

72

245

15%

7130

36

30

10-16 

96

215

15%

7140

38

33

16-22 

135

140

15%

7150

40

34

22+ 

160

130

40%

Ash

Natural Rubber

160

20%

The information contained in this document is intended to assist you in designing with 
Rogers’ Elastomeric Material Solutions. It is not intended to and does not create any 
warranties, express or implied, including any warranty of merchantability or fitness for a 
particular purpose or that the results shown in this document will be achieved by a user for 
a particular purpose. The user should determine the suitability of Rogers Griswold products 
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